Starcoat PMMA® primer (if required) -
refer to project specific specification

Starcoat PMMA® waterproofing

Starcoat PMMA® fleece reinforcement

Starcoat PMMA® filler

Starcoat PMMAP® coloured or clear
sealer (quartz aggregate or decorative
chips optional)

Generic substrate - refer to project
specific specification

Overband required either
side of crack / day joint
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CRACK DAY JOINT DETAIL (WEARING LAYER)

CLIENT :N/A

PROJECT :N/A
DRAWING :STARCOAT PMMA® TYPICAL OVERBANDING
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